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Applicant VAN HOORN SHOE LININGS
-,TUINSTRAAT 28,
NT ,
Waalwĳk;--5144
Netherlands

:

Mr. Warden,:Attention

Test Sample Received on 2025-01-31 6:27 pm:
Test Period : 2025-02-03 to 2025-02-06

: Sample A:CHROME FREE METALFREE COW SNUFFED LININGS
LEATHER in Color : BLACK

Sample Description

Additional Information INVOICE NO: 558/24-25/EX:
Name of Buyer/ Destination :Self Reference

Note : The submitted Samples were not drawn by laboratory.

Unless otherwise agreed upon, PASS or FAIL verdicts are given based on the measured values without any considerations of measurement uncertainties.
Every test method has a measurement uncertainty which has been evaluated by the laboratory and are available on request. By taking measurement
uncertainties into account it might happen that measured values can neither be assessed as PASS nor as FAIL

1. The testing conditions are followed as per the reported test standard and the test results are reported in accordance with the
relevant standard’s reporting guideline. Additional test condition beyond those reported can be obtained by contacting the laboratory.
2. The laboratory will retain the sample(s) for 45 days except for the mandatory retention period specified by the Regulatory Bodies
and unless otherwise specified by the client.
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Purpose of Examination / Conclusion

Test Results
Total Heavy Metals PASS
Total Cadmium Content PASS
Lead Content PASS

Authorised By
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Material List (As Identified By Laboratory)

Component Material Color RemarkMaterial
No.
A1 Chrome Free Metalfree Cow

Snuffed linings Leather
Leather Black

Result Conclusion

Conclusion
Composite Sampling

(Material No.)Test Remarks

Total Heavy Metals A1 PASS

Total Cadmium Content A1 PASS

Lead Content A1 PASS
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Test Results - Accredited Parameters

Total Heavy Metals
Test Method Based on ISO 17072-2 : 2022, Equipment Used: ICP-OES

1.0

Sum: 1000 ppm2.5

2.5

2.5

2.5

2.5

2.5

A1 (ppm)

Iron (Fe) 108

Chromium (Cr) 16.6

Aluminium 327

Titanium 20.1

Zirconium <2.5

Sum 471.7

Limit of Quantification
(ppm)

Customer Spec.

Total Cadmium Content
Test Method Based on ISO 17072-2 : 2022, Equipment Used: ICP-OES

2.0

A1 (ppm)

Cadmium 7440-43-9 <2.5 100 ppm

Customer Spec.

Limit of Quantification: 2.5 ppm

Lead Content
Test Method Based on ISO 17072-2 : 2022, Equipment Used: ICP-OES

3.0

A1 (ppm)

Lead Content <2.5 90 ppm

Customer Spec.

Limit of Quantification: 2.5 ppm

- END OF TEST REPORT-
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